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Abstract: One of the major concerns in structural health management (SHM) is the early detection 
of a growing crack. Using this, future damage due to crack propagation can be mitigated or 
eliminated by implementing proper repair and maintenance. Acoustic Emission (AE) is a 
non-destructive testing (NDT) method with potential applications for locating and monitoring 
fatigue cracks. The research presented in this paper focuses on SHM using AE. A novel AE signal 
analysis approach was proposed in order to detect crack initiation and assess small crack lengths. 
Experimental investigation indicated that initiation of a crack could be identified through the 
statistical analysis of the resulting features of the AE signals. A probabilistic AE-based model for 
small fatigue crack sizing was developed and the uncertainties of the model were estimated. In 
addition, a probabilistic model validation approach was implemented to confirm accurate 
estimation of the results. The outcome of this research can be used to evaluate the integrity of 
structures under fatigue loading. The proposed approach can also be applied as an approach to 
manage health and assess prognosis of structures. 

Keywords: acoustic emission; crack initiation; small crack growth; structural integrity; bayesian 
estimation 

1. Introduction

In materials engineering, fatigue cracking occurs when a material is subjected to cyclic loading. 
Structures such as bridges and airframes can be subjected to wide ranges of loading conditions 
during their operations. Extreme repeated loads may cause initiation of cracks and crack growth 
during the life of a structure. Therefore, a crack initiation and small crack growth assessment 
approach would be needed to provide detection and prognosis of cracks in critical structures under 
fatigue loadings. This approach ensures that fatigue cracks would not propagate and cause 
catastrophic failures. 

Several researchers have focused on the study of small crack growth behavior and different 
small-crack test methods [1-4]; but no AE-based model for small crack growth have been offered. 
However, most of the success in correlating AE activities with crack growth has involved the latter 
stages of crack growth (Regions II and III of the crack growth curve) [5-7].  

Few studies have been carried out to combine fracture toughness experiments with AE 
techniques in order to detect the damage initiation. Marquez and Olivares [8] utilized an AE 
recording system to determine crack initiation and propagation at a thermally sprayed coating 
interface of nickel-chrome alloy with substrate of AISI 1045 steel. This study initiated an idea of 
relating abnormal behavior of AE signals to crack related events. However, it was not until 2005 that 
Chaswal [9] identified that AE amplitude is about an order of magnitude lower in Region I than in 
Region II due to lower ΔK values. They investigated how low amplitude bursts in a short duration of 
time in Region I correspond to micro-cleavage in thermally aged steel plates. Rahman, et al. [10] and 
Mba [11], hypothesized that a sudden and significant increase in AE events corresponds to damage 
initiation. Rahman [10] offered that significant increase in hit count data might correspond to 
incipient damage due to wear in rolling elements during their contacts. Mba [11] presented result of 
their experimental investigation for detecting natural crack in slow speed shafts.  
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More recent studies [12-15] reported that much of the AE activity is recorded in the initial stages 
of damage accumulation compared to the later stages, and attribute this to material inclusions that 
crack in the early degradation periods. These studies hypothesize crack propagation rate based on 
the AE signals, but do not directly correlate them to crack initiation, nor do they consider associated 
crack detection probability and crack sizing errors using the detected AE features. 

Despite a number of studies related to AE-based detection of fatigue damage in the literature, 
there has been no integrated approach for detection and sizing of crack initiation. Moreover, 
application of AE-based techniques for in-situ monitoring of small crack growth and initiation has 
not been adequately developed. Additionally, AE-based probabilistic prediction method for small 
crack initiation and growth is absent in the literature. 

In this paper a new methodology of statistical AE data analysis for detecting crack initiation and 
developing a probabilistic AE model of small crack growth is introduced. Also, a relationship 
between small crack length and AE signal features generated during small crack growth is 
developed. The experimental setup and procedure used in fatigue testing is also explained in detail. 
Moreover, the procedure of probabilistic model development and validation is discussed and the 
uncertainties of the model are assessed. Figure 1 illustrates an overview of the proposed 
methodology and shows that post-processing of the captured data in conjunction with model error 
estimation results in establishing a probabilistic AE-based model. The developed model can be used 
for detection of crack initiation as well as assessment of small crack growth behavior. This method 
can be used to assess the reliability and evaluate health of the structures by estimating the 
probability of structural failure at a specified number of applied load cycles, including associated 
uncertainties. 

 
Figure 1.Methodology Overview 

1.1 The Basic Theory of AE 

Acoustic emission is defined as a transient elastic wave generated by the rapid release of energy 
within a material and an AE signal is the electrical signal produced by a sensor in response to this 
wave [16, 17]. The use of AE has been primarily limited to statistical analysis of AE hits. An AE hit is 
defined as one acoustical waveform and the result of located hit is referred to as an AE event. The 
waveform has traditionally been described in terms of its features. An example of a typical AE 
waveform and its features is shown in Figure 2.  In addition to recording the number of acoustic 
hits and correlating this number to the level of damage [18], it is also possible to record certain 
features of the AE waveforms. Some features are defined with respect to the specified threshold 
limit. These waveform features include but not limited to the ones listed below [19, 20]: 
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 Counts: Also known as “ring down count” is defined as the number of times that the AE signal 
amplitude exceeds a predefined subjective threshold value. In general, very frequent larger than 
threshold signal amplitudes produce high counts. The AE count feature provides a measure of 
strength of the AE hit. 

 Amplitude: The AE amplitude is the largest voltage peak in the waveform signal. Peak 
amplitude usually recorded in log units (decibels) to provide accurate assessment for both large 
and small AE hits. 

 Energy: AE energy is the measured area under the rectified signal envelope. To measure energy 
directly, the waveform signal needs to be digitized and integrated (Analog-to-digital convertor). 

 

Figure 2. A typical AE signal and its characteristics [21] 

1.2 Fatigue Crack Initiation and Small Crack 

There is no universally accepted definition for fatigue-induced “small crack” and “crack 
initiation”. Most experts consider cracks less than 1mm in length (a <0.001 m) as small [22], [23]. 
Fatigue crack initiation is a subjective notion as well. Some consider crack initiation as 
corresponding with a fatigue phenomenon and some associate it with an arbitrarily specified crack 
length. For example, the U.S. Navy defines the presence of a crack 250 µm in length, as the point 
where crack initiation occurs [24], [25]. Furthermore, others consider a crack length ranging from a 
size of grain diameter to about 100 µm as crack initiation length depending on material and scale of 
interest. However, ranges of values have been used for identification of crack initiation in different 
materials within the literature (e.g., 51 µm for carbon steel, 120 µm for BS250A53 steel and 1 mm for 
En7A steel [26] and up to 500 µm for aluminum [27]). 

A multi-stage fatigue approach developed at the Mississippi State University [28] divided the 
fatigue life of structure into three different stages of incubation, small crack growth and large crack 
growth. Based on this work, a SHM study by Papazian, et al. [24] defined  a physically small crack 
to be between the incubated size (starting about 2.8 µm) and a crack size that is treatable by the linear 
elastic fracture mechanics (LEFM) models, which is about 250 µm for AL7056-T651. 

In this paper, a subjective fatigue crack initiation length was used for Al7075-T6. This selection 
was primarily made based on the limitations in the crack size measurement method (i.e., optical 
microscopy) used in this study rather than a specific fatigue phenomenon. As such this study uses a 
subjective crack length of 50 µm as the point of crack initiation. It is determined, however, that this 
crack initiation length is about a quarter of the average grain diameter for Al7075. It has been shown 
that approximately a 1-mm3 of the above-mentioned material contains 700 grains [24]. Assuming 
spherical geometry of grains, the volume of each grain is about 1.43×10-3 mm3 and the diameter of 
each grain can be estimated as 0.140 mm (140 µm). Moreover, the applied optical crack measurement 
method carries some limitations for sizing of smaller cracks. 
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2. Experimental Setup 

To study the relationship between small crack length and the resulting AE signal, a group of 
standard experiments was performed under a controlled loading condition. In this section 
experimental procedures including specimen selection, test set up, fatigue testing, crack length 
measurement and AE data acquisition are presented. 

2.1.  Specimen and AE Instrumentation 

Among various test techniques that have been used to record the growth of small fatigue 
cracks, only a few can provide useful measurements of small-crack growth [1], [22]. Some 
measurement methods involve stopping the test to observe and measure the length of small crack. 
Obviously, these methods provide post-test information, making real-time monitoring of the small 
crack behavior impossible. It was desirable to not only measure crack length and crack growth rate 
of small fatigue cracks, but to do so in real time in order to correlate the state of damage to AE signal 
properties. 

Since in this research the observation of small crack length was done through in-situ optical 
microscopy, a series of standard flat dog-bone test specimens with the capability of being used for 
small crack monitoring were developed based on the ASTM standard [29].  The samples of 
Aluminum alloy 7075-T6 tested were inspected for any visible defects and assumed to be free of any 
fabrication defects. Figure 3 is a schematic and geometric specification of the standard flat dog-bone 
specimen used in this research. Note that the edge notch is a semi-circle with the radius of 0.5 mm. 

 

Figure 3. Drawing of flat dogbone samples (all dimensions in mm)  

An advanced DiSP-4 AE system was used to record the AE signals resulting from the propagation of 
the crack inside the material. This monitoring system consisted of four main parts: a single wide 
band differential AE sensor to collect the signals, an amplifier to amplify the resulting signals, a data 
acquisition module to perform primary filtration and record the signals, and a software module 
(AEWin) to display the data and perform feature extraction. AEWin software was used for data 
acquisition, real time simultaneous AE feature, waveform processing, displaying and fast storage. 
The DiSP-4 hardware system is controlled via the AEWin software.  The sensor is made of stainless 
steel case with a ceramic face with the dimension of 0.7” OD × 0.65” H. The sensor operating 
frequency range is from 125 to 1000 kHz and its peak sensitivity varies between -61 and 56 dB. 

2.2.  Optical Microscopy 

Fatigue cracks were monitored by direct measurement using an optical microscope on the front 
surface of the samples. The optical measurement system is comprised of several components: a high 
magnification optical microscope, a video camera attached to the microscope that records the crack 
growth path for the duration of the fatigue test, a dual arm fiber optic illuminator, a high resolution 
monitor, an image processing software with the time-lapse photography capability, and a 
micro-meter scale to calibrate the photographs taken. This measurement system allows for detection 
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of small crack lengths, and is sufficient for capturing enough data to correlate observed crack length 
with the AE signals. Figure 4 shows the optical microscopy test set up used for the small crack 
experiment.  

The assembled optical microscopy unit was focused on the specimen using 100X magnification 
to monitor the specimen notch edge, from which the crack was expected to initiate. The length of 
practically detected cracks varies depending of the degree of specimen’s minute shaking induced by 
the load frame operation and consequently the ability of the microscope to focus on the notch. The 
smallest crack length practically measurable at 100% of times for all the experiments found to be 0.05 
mm (50 µm). Cracks as small as 20 µm was detected at some cases, but a crack of 50 µm length was 
detectable at all times regardless of the specimen vibration and optical focus. Crack length was 
monitored until it exceeded 0.25 mm (250 µm). At this point, sufficient small crack data was collected 
and crack measurement was terminated.  

 

 
Figure 4. Test set up 

2.3.  Fatigue Testing 

In the experimental set up described above, eight fatigue specimens were tested at different 
loading conditions using both AE and optical microscopy measurement. Table 1 lists details of 
loading parameters for the tests performed. 

Table 1. Details of loading parameters for all experiments. 

 

3. Data Analysis and Test Results 

Acoustic Emission signals may be generated from a number of possible sources including 
background noise, micro-crack generation, or plastic deformation. In order to reduce uncertainties 
and determine the AE signals corresponding to crack growth, applying noise reduction techniques 
on the captured data is required. Noise reduction approaches are discussed in the following section. 
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3.1. Noise Reduction 

Various de-noising techniques have been proposed to filter AE signals due to crack growth 
[27-29]. In the first step, the recorded AE data was filtered using the DiSP-4 source location software. 
The filtration was done using a band pass filter (200 kHz- 3 MHz) to eliminate emissions from 
extraneous sources.  

A detection threshold needs to be determined to filter the background noise. A balance must be 
made between setting event threshold limit high enough to filter out the majority of the background 
noise, yet low enough to pick up the beginning of the crack growth. Using a dummy specimen the 
threshold value was identified to be at 35 dB which was above operational background noise of the 
machine. This threshold allows for better capturing of crack-related signals. 

It has also been observed that AE events occurring during the loading portion of a cycle are 
related to crack growth [27, 30, 31]. Therefore, the AE data taken during the loading portion of each 
cycle were used for data analysis. In addition, majority of researchers have assumed that only events 
occurring close to the maximum or peak load are associated directly with crack growth [27, 28, 32]. 
So, the filtered AE events were separated for different percentages of the applied load range and it 
was determined that the AE events occurring within the top 20% of peak load shows the closest 
correlation with crack lengths [6].  

Furthermore, the initial cycles of the recorded data that represent the transient onset response 
were cut out and the analysis was done using the remaining data. This transient onset response is 
just the noise of the system at the start of the test and does not carry useful information.  

3.2. Crack Measurement 

Eight fatigue specimens under constant amplitude loading were monitored using both AE and 
optical microscopy. The optical microscopy system with time-lapse photography was used for 
monitoring crack growth. The lengths of pictured cracks were measured using the Java-based 
image-processing software. Crack measurement was started before 50 µm and continued until the 
crack length larger than 250 µm was observed. At this length the crack exceeds the Navy definition 
of crack initiation [25] and the crack measurement was terminated. Figure 5 illustrates an example of 
a sequence of images captured during crack growth of experiment (T1).  

 

Figure 5. A sequence of crack growth images including the associated crack length (a) and loading cycle N. 

3.3. Experimental Uncertainties and Errors 

Crack measurement data may be uncertain in nature due to detection uncertainties and 
measurement errors associated with the optical measurement and sizing process. Estimation of 
crack lengths and consequently AE-model prediction can be affected by these uncertainties. 
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Therefore, the uncertainties should be characterized properly and should be considered in 
determining the true crack length for AE model development. In this section, experimental crack 
length measurement error is discussed and later used to quantify the uncertainty and validity of the 
developed AE model. 

3.3.1. Probability of Detection (POD) 

Probability of detection expresses the probability of detecting a crack of a given length and is a 
common metric to assess the capability of a detection technique.  A crack of a given length might be 
optically detected only at certain percentage of the time (out of the total number of tests) depending 
on factors such as sample subsurface cracks, specimen vibration, cyclic loadings, optical focus and 
human error. During the experiments, sometimes a crack was too small to be detected by the optical 
monitoring system. In this case, the undetected (but real) crack could not be followed immediately. 
Once the crack grew and spotted, the crack length measurement started. Therefore, a probability of 
detection (POD) can be used to evaluate crack the true length. The POD can be defined as the 
probability that the optical monitoring used in this study will detect a crack of true length a, which is 
denoted by POD(a). 

The POD curve for the optical crack detection method used in this study was obtained by 
reviewing observation of cracks of various lengths at different experiments, and by calculating the 
ratio of the number of experiments in which the crack of the specified length was detected to the 
total number of experiments. Generally, POD increases with crack length and eventually attains a 
maximum value of unity at which all the cracks will be detectable.  

The POD for various crack lengths was calculated for the lab environment based on the 
hit-or-miss concept [33] as the ratio of the number of successful detections of a particular crack 
length over the total number of tests. These POD values are for discrete crack lengths. In order to 
obtain a continuous POD curve, the POD was estimated by a logistic function for this data [33]. The 
cumulative distribution function of the log-logistic distribution is: 

,݉,ሺܽܨ	  ሻݏ ൌ 	݌ݔ݁ 3√ߨ ൤݈݃݋ ܽ െ ݏ݉ ൨1 ൅ ݌ݔ݁ 3√ߨ ൤݈݃݋ ܽ െ ݏ݉ ൨										ሼܽ,݉,  μ݉ሽ, (1)	:ݐ݅݊ݑ	ݏ

where m and s are the parameters of the model and a denotes the crack length.  While the model in 
Equation 1 is general, the specific parameter values should be specified for the specific structure 
under study. Figure 6 illustrates the POD curve and the fitted logistic cumulative distribution 
function (CDF). The point estimates of the parameters of the logistic distribution model for the lab 
condition where these tests were carried out are m≈27 µm and s≈9 µm. 

 
Figure 6. Probability of Detection. 

 
For the consistency of results and practicality of the approach, a minimum detectability limit 

was used as the initial crack length. This limit of detectability is defined as the smallest crack length 
for the applied optical microscopy technique with 100% probability that it will be detected. So, 
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POD(a) would be less than unity for cracks below it. The detectability was selected to be 50 µm. This 
specified crack length which is smaller than the material’s average grain diameter, was used as the 
subjective point of crack initiation. However, the observed crack lengths with (a< 50 µm) along with 
their corresponding PODs (POD<1) were used in the probabilistic model development. The 
approach of the probabilistic model development is described in detail in Section 0. 

3.3.2. Crack Length Measurement Error 

Due to measurement errors, the experimental results are uncertain and do not exactly represent 
true values. The precision and accuracy of optical measurement tools, as well as the sizing 
techniques used to analyze and process the captured pictures of crack growth, contribute to 
measurement errors. This experimental measurement error is quantified by cross-validating the 
measurement results with known true crack lengths.  

To obtain a good estimation of the true crack lengths, a microscopy technique was used. When 
cracked, the specimen was removed from the MTS load frames and was transferred to a fixed stage 
microscope, which was capable of microflex photomicrography with a HFX camera. Using this 
setting, the final crack length when the test was stopped was evaluated. An image processing 
toolbox was used to capture very high quality pictures of the crack at various magnifications. The 
length of crack was measured later using the captured photographs. In the next step, the true crack 
lengths from the optiphot microscope were compared with the images of the various stages of 
cracking using photograph taken from the crack at the last cyclic loading of each test. Figure 7 
illustrates the experimentally measured crack lengths versus true crack lengths. 

 
Figure 7. Crack length measurement 

Measurement error can then be expressed as a function of measured crack length. To do so, a 
multiplicative error model described by a lognormal (LN) distribution was used to estimate the 
measurement error. Based on this methodology, experimentally measured crack lengths are 
considered to be estimations and representation of the true crack length, given some error as it is 
shown in Equation 2: 

 
ܽ௧,௜ܽ௘,௜ ൌ ௘,௜ܨ ; ,ሺܾ௘ܰܮ~௘ܨ ௘ሻݏ , (2) 

where at,i is the true value of crack length, ae,i  indicates the experimental measurement results and Fe 
is the multiplicative error (both random and systematic) of experimental measurement with respect 
to true value. The lognormal distribution representing the uncertainty of the multiplicative error has 
parameters be which is the mean of experimental measurement error, as well as se which is the 
standard deviation of the experimental measurement error and both estimated using a Bayesian 
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framework. The summary statistics for the marginal posterior pdf of parameters be and se as well as 
the distribution of Fe are presented in Table 2. 

Table 2. Estimated parameters of measurement error. 

 

The posterior distributions of the parameters are shown in Figure 8. 

 
Figure 8. Posterior distribution of multiplicative error of experimental measurement. 

Experimental measurement error bounds can be determined from the 2.5 and 97.5 percentile of 
the multiplicative error of Fe. The resulting upper bound was calculated as 23% while the lower 
bound is -14%. These results are presented graphically in Figure 9. It can be noticed that there is a 
very slight positive systematic error (bias) from the true value (because the mean Fe estimate slightly 
exceeds unity). 

 

Figure 9. Experimental measurement error. 
 
The estimated parameters of the multiplicative measurement error model listed in Table 2 were 

used as the prior knowledge of the crack length measurement error in the Bayesian framework 
provided for the probabilistic model validation approach. The implemented approach considers 
both uncertainties in the POD and measurement errors while providing a framework for updating 
the probability distribution of the model parameters when new data becomes available. For the 
details of the implemented Bayesian framework refer to section 4.2. 

3.4. Acoustic Emission Results 

Since the primary goal of this study was to develop a method for using AE to monitor small 
crack growth, it was necessary to find an empirical relation between AE signals and crack length. In 
order to do this, recorded AE signals were post-processed and the trends in AE events were 
evaluated for the duration of test. Any association between AE features and crack growth were 
established and an empirical relation was developed. 
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3.4.1. Acoustic Emission Counts 

After post processing of the recorded AE signals, the number of cumulative counts was 
calculated and plotted versus loading cycles. Figure 10 illustrates measured cumulative counts for 
the experiment (T8) at different fatigue loading cycles. A similar trend observed for the measured 
crack lengths versus number of cycles at the same time window. An example of such a trend is 
shown in Figure 11. 

 
Figure 10. Cumulative AE Counts and Crack length 

Results show that cumulative AE counts have considerable correlation with the measured crack 
lengths. As expected, in all experiments performed the calculated AE cumulative counts showed a 
linear correlation with the length of crack. Figure 11 clearly shows that the cumulative AE count has 
a linear relationship with the crack length. A linear model can be developed based on this relation as 
shown in Figure 11. 

 
Figure 11. Correlation between Cumulative counts and crack length. 

3.4.2. Acoustic Emission Intensity 

In order to provide a more effective AE measure of damage, a new approach was developed 
which employs multiple features of the AE signal and provides a measure for strength of signals. 
The main idea is that larger cracks produce stronger AE signals and not only the total number of 
counts, but also with the amplitude level of the AE signal, can quantify this strength. Therefore, 
estimation of small crack length can be implemented by simultaneous evaluation of these AE 
features. Based on this idea, a multiplicative correction factor was applied on the acquired counts 
using the observed amplitude of the signal. This correction factor was defined by the ratio of 
amplitude over the average or benchmark amplitude of signals. 

A new AE index called AE-Intensity was proposed to combine AE counts and amplitude for 
more effective monitoring of damage state. AE-Intensity is a measure of signal strength and it was 
shown to have a better correlation with crack lengths (see Figure 12). The intensity of AE signals is 
defined by Equation 3: 

:ݕݐ݅ݏ݊݁ݐ݊ܫିܧܣ  ሻݐሺܫ ൌ ሻݐሺܥ ൈ ଴ܣሻݐሺܣ , (3) 
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where C(t) is the cumulative counts at a specific time t, A(t)  indicates the amplitude of the signal 
and A0 is the amplitude threshold which was subjectively selected as 35 dB for small crack analyses. 
This selection was made based on the filtration method applied on the data, which provides a 
baseline that any signal amplitude can be compared with.  

 

Figure 12. Correlation between corrected counts (intensity) and crack length. 

The linear correlation between crack lengths and AE-Intensity is shown in Figure 12. It can be 
seen that applying the amplitude correction factor to AE count considerably reduces the data scatter 
in comparison with cumulative counts. Based on the observed relationship, a linear model was 
proposed which uses AE-intensity as an independent variable and the crack length as dependent 
variable. The proposed model is introduced in the following section. 

4. Probabilistic Model Development 

The results of the analyzed experimental data were used to develop a probabilistic linear model 
for the estimation of the small crack length as the dependent variable while AE intensity is 
considered to be the independent variable. The experimental data obtained in the previous section is 
divided into two different sets. The first set is used for modeling and the second set is used for 
estimation of probabilistic error in the model and model validation. The validation data sets were 
not used in model development (Table 3). 

Table 3. Separation of data for Model development 

 

4.1. Modeling 

According to the observed correlation between AE intensity and crack length, a linear 
relationship was proposed in the following form: 

 ܽሺܰሻ ൌ ߙ ∙ ሺܰሻܫ ൅ ߚ , (4) 

where a(N) indicates the true length of the small crack after N loading cycles, I(N) is the calculated 
AE intensity at cycle N, α and β are the unknown model parameters. In this analysis, true crack 
lengths were used to evaluate the parameters of the proposed model. To do so, a MATLAB-based 
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routine was developed to implement the measurement uncertainty analysis that was outlined in 
Section 3.3.  

 
Figure 13. Estimation of Model Parameters. 

After the first steps of analyzing the experimental data, results were used to estimate the 
unknown parameters in the proposed model (Equation 4) using least square regression analysis. 
Results are shown in Figure 13 and Table 4. 

Table 4. Estimated model parameters 

 

4.2. Model Validation and Model Error Estimation  

In order to validate the developed AE model, model predictions of small crack length were 
compared against the validation experimental data set. For a given value of AE Intensity, a 
prediction of crack length was estimated based on the developed AE-based model.  The prediction 
results are then compared against the true crack lengths obtained by five validation experiments 
(listed in Table 3). The Bayesian approach using multiplicative error for model validation was 
implemented using the validation sets of data to evaluate errors associated with the developed 
AE-based model and evaluate its prediction uncertainties. 

Model validation approach was originally developed by Ontiveros, et al. to account for 
uncertainties in fire model simulation predictions [34]. In the proposed methodology, both model 
prediction and experimental results are considered to be estimations and representation of the true 
values, given some error as it is shown in Equations 2 and 5. The multiplicative error of experimental 
measurement with respect to the true value was introduced by Equation 2 and the multiplicative 
error of model prediction with respect to true value is shown in Equation 5: 

 
a୲,୧a୫,୧ ൌ F୫,୧ ; F୫~LNሺb୫, s୫ሻ , (5) 

where at,i is the true value, am,i  is the model prediction and Fm is the multiplicative (fractional) error 
of the model prediction, with respect to the true value. Parameter bm is the mean (multiplicative) 
error of the model and sm is the standard deviation of the error. Accordingly, the multiplicative error 
of the measurement with respect to the model prediction could be defined by Equation 6: 

 
aୣ,୧a୫,୧ ൌ F୫,୧Fୣ,୧ ൌ F୲,୧ , (6) 
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where Ft, is the multiplicative error of the model versus measurement. Since both Fm,i and Fୣ,୧	distributions are lognormal, the distribution of Ft,i would also be lognormal with mean and 
standard deviation of (bm - be) and ඥs୫ଶ ൅ sଶୣ, respectively. 

The proposed Bayesian framework quantifies the uncertainties associated with the POD and 
crack length measurement error into calculation. The Bayesian approach mathematically combines 
prior knowledge of crack length with uncertain experimental data and considers the systematic and 
random measurement errors and associated uncertainties, to estimate the posterior distribution of 
crack length. For more information about this approach and the concept of Bayesian uncertainty 
analysis see Ontiveros, et al [34]. In this approach, the combined effect of evidence used: POD data, 
measurement errors, and measured crack lengths were captured by a likelihood function. 
Considering Equations 2 and 5, the likelihood of the observed data using combined POD, 
measurement errors, measured and model-estimated crack can be calculated as: 

L ൬aୣ,୧a୫,୧ , bୣ, sୣฬb୫, s୫,m, s൰
ൌෑۈۉ

,ቀPOD൫aୣ,୧|mۇ s൯ቁ൮ 1√2π൬aୣ,୧a୫,୧൰ඥs୫ଶ ൅ sଶୣ൲ expۇۉ
െ൤ln ൬aୣ,୧a୫,୧൰ െ ሺb୫ െ bୣሻ൨ଶ2ሺs୫ଶ ൅ sଶୣሻ ۋیۊی

			ۊ ,୬
୧ୀଵ  

(7) 

where, the POD function is assumed to follow a log-logistic form based on Equation 1: 

,݉|൫ܽ௘,௜ܦܱܲ  ൯ݏ ൌ exp 3√ߨ ቈlog൫ܽ௘,௜൯ െ ݏ݉ ቉
1 ൅ exp 3√ߨ ቈlog൫ܽ௘,௜൯ െ ݏ݉ ቉ , (8) 

The parameters be which is the mean of experimental measurement error, as well as se which is 
the standard deviation of the experimental measurement error were previously estimated as 
discussed in Section 3.2. The summary statistics for the marginal posterior pdf of parameters bm and 
sm as well as the distribution of Fm are presented in Table 5. 

 
Table 5. Multiplicative error statistic summary 

 

The posterior distributions of the parameters are also shown in Figure 14 

 
Figure 14. Distribution of multiplicative error and it parameters 

Model uncertainty bounds for the crack length estimation can be determined from the 2.5 and 
97.5 percentiles of the multiplicative error of Fm. The resulting upper bound was calculated as 46% 
while the lower bound is -39%. These results are presented graphically in Figure 15. It can be noticed 
that there is a very slight systematic errors (bias) from the true value in the results showing that the 
model slightly overestimates the true length of the crack.  
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Figure 15. Comparison of AE model prediction and experimental results 

 
Assuming am is the model prediction of crack length, the true crack length model prediction 

then can be estimated by multiplying the distribution of am by Fm:   

 a୲ ൌ F୫. a୫ , (9) 

which can be estimated by a lognormal distribution as Equation 10: 

 ܽ௧~ܰܮሺ݈݊ሺܽ௠ሻ ൅ ܾ௠ , ௠ሻݏ , (10) 

The model prediction results were modified using the resulted bias distribution. Figure 15 
illustrates the model prediction uncertainty bounds as well as the modified prediction results. As it 
can be seen, the developed model slightly over predicts the crack lengths. 

 
Figure 16. Model Prediction with multiplicative error 

The results in Figure 15 show that the developed AE-model reasonably estimates the true crack 
length. There is a small bias in prediction that can be accounted for with the inclusion of the model 
error factor, Fm, which allows for estimation of the distribution that describes the true crack length. 
The resulting model can be used to appropriately estimate the true crack length distribution, 
without a bias. By using the developed model, for a given value of I(N),  distribution of crack length 
can be estimated. The result of the posterior predictive distribution for a(N) as a function of I(N) is 
plotted in Figure 16. 

5. Conclusions  

A novel methodology for in-situ monitoring of small fatigue crack initiation and growth using AE 
signal processing technique was introduced.  Investigation of the uniform cyclic loading tests on 
Al7075-T6 specimens indicated that initiation of cracks smaller than the grain size could be 
identified using statistical analysis of the resulting AE signals. Several standard fatigue tests were 
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performed using flat dog-bone specimens. Acoustic Emission data acquisition was used in conjunction with 
optical microscopy for online monitoring of crack length. The data captured was used to establish a correlation 
between certain AE signal features and the measured crack length. Also a probabilistic model of 
fatigue crack length distribution based on a combination of AE signal characteristics including 
probability of crack detection and measurement error was developed. The proposed model was 
validated and proved to be effective for detection of crack initiation as well as prediction of small crack growth 
in early stages of propagation. Development of the proposed AE monitoring technique reported in this 
paper facilitates early detection of fatigue crack, allows for the prognostics and life predictions of the 
structure. 
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