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[bookmark: _Hlk141033557]Figure S1. CV curves of the Pt/C in N2 (dashed line) and O2 (solid line) saturated 0.1 M KOH electrolyte with a scan rate of 10 mV·s-1.
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Figure S2. RRDE voltammograms of Fe3N@CNT/CC at a rotation rate of 1600 rpm 
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Figure S3. The chronoamperometric curves of Fe3N@CNT/CC and Pt/C acquired by injecting 1.0 M methanol at 100 s
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